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GLITTER WHITE / NR. 601
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, GLASS, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE 
BUTYRATE, SILICA, BHT, ETHYLHEXYLACRYLATE, TIN OXIDE, P-HYDROXYANISOLE, MODIFIED POLYSILOXANE, HYDROQUINO-
NE, CI 77891

PEARLY SATIN WHITE / NR. 602
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, MICA, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TE-
TRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE 
ACETATE BUTYRATE, BHT, ETHYLHEXYLACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, CI 77891

MILKY ROSE / NR. 604
INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE 
TRIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, MICA, 
BENZYL ALCOHOL, TITANIUM DIOXIDE/CI77891,IRON OXIDES CI77491, RED30/CI73360

BEIGE / NR. 606
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, ZINC SULFIDE, ALIPHATIC URETHANE DIACRYLATE, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRI-
METHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, PEG-4 
TRIMETHYLOLPROPANE TRIACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, ETHYLHEXYLACRYLA-
TE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, 
P-HYDROXYANISOLE, CI 77002, CI 77491, CI 19140, CI 77499, CI 74160

NUDE / NR. 607
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ZINC SULFIDE, 
ALIPHATIC URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, 
SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER 
RESIN, ETHYLHEXYLACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 77491, CI 73900, CI 77492, 
CI 77499

PEARLY SATIN ROSE / NR. 608
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, MICA, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TE-
TRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE 
ACETATE BUTYRATE, BHT, ALIPHATIC URETHANE DIACRYLATE, ETHYLHEXYLACRYLATE, HYDROQUINONE, POLYESTER RESIN, 
MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 15850, CI 77002, CI 16035

ROSE / NR. 609
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTY-
RATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, BHT, ETHYLHEXYLACRYLATE, TALC, 
POLYESTER RESIN, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, MODIFIED 
POLYSILOXANE, HYDROQUINONE, CI 77891, CI 73360

PINK / NR. 610
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, 
SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, ALIPHATIC URETHA-
NE DIACRYLATE, BHT, POLYESTER RESIN, ETHYLHEXYLACRYLATE, BASIC RED 1:1, BASIC VIOLETT 11:1, ISOPROPYLIDENEDIPHENYL 
BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 77891

FLASH PINK / NR. 611
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, FORMALDEHYDE/
MELAMINE/TOSYLAMIDE COPOLYMER, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, 
SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ALIPHATIC URET-
HANE DIACRYLATE, BHT, ETHYLHEXYLACRYLATE, POLYESTER RESIN, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL 
METHACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, SOLVENT YELLOW 135, CI 77891, BASIC 
RED 1:1, BASIC VIOLETT 11:1

PINK BLUE / NR. 612



INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHE-
XYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED POLYSI-
LOXANE, P-HYDROXYANISOLE, CI 77891, CI 73900, CI 73915

MAGENTA / NR. 613
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, BHT, ETHYLHEXYLACRYLATE, POLYES-
TER RESIN, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, MODIFIED POLYSI-
LOXANE, HYDROQUINONE, CI 77891, CI 73915

BERRY / NR. 615
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED 
POLYSILOXANE,P-HYDROXYANISOLE, CI 73915, CI 77891

BERRY EFFECT / NR. 616
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, MICA, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE,P-HYDROXYANISOLE,CI 73900, CI 77891

FUCHSIA / NR. 617
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, RICINUS COMMUNIS , BHT, POLYESTER RESIN, ETHYLHEXYLACRYLATE, PEG-4 
TRIMETHYLOLPROPANE TRIACRYLATE, COLOPHONIUM, HYDROQUINONE, MODIFIED POLYSILOXANE,P-HYDROXYANISOLE, 
ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, CI 15850, CI 73915, CI 77891

RED BERRY / NR. 618
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC URET-
HANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHEXYLACRYLATE, PEG-4 TRIMETHYLOLPROPANE 
TRIACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, ISOPROPYLIDENEDIPHENYL BISOXYHY-
DROXYPROPYL METHACRYLATE, CI 73900, CI 77891

CORAL ROSE / NR. 619
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHY-
LENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, TALC, PEG-4 TRIMETHY-
LOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, ALIPHATIC URETHANE DIACRYLATE, BHT, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 73360, CI 73900

HIBISCUS RED / NR. 620
INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, HEMA, HYDROXYPROPYL METHACRYLATE, TRIMETHYLBENZOYL 
DIPHENYLPHOSPHINE OXIDE, PEG-9 DIMETHACRYLATE, BUTYL ACETATE, ETHYL ACETATE, ISOPROPYL ALCOHOL, HYDROXY-
CYCLOHEXYL PHENYL KETONE, HYDROQUINONE, P-HYDROXYANISOLE, [+/- CI 77891, CI 15850, CI 77266, CI 15880, CI 60725, CI 
19140]

DUST ROSE EFFECT / NR. 621
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, MICA, TE-
TRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLA-
TE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, ALIPHATIC URETHANE DIACRYLATE, BHT, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 73360, CI 77891, CI 77499, CI 74160



CORAL ORANGE / NR. 622
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHY-
LENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, ALIPHATIC URETHANE 
DIACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHE-
XYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, MODIFIED POLYSI-
LOXANE, HYDROQUINONE, CI 77891, CI 77002, CI 73360, CI 19140, CI 73900

PEACH / NR. 623
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, TALC, POLYESTER RESIN, BHT, 
TRIMETHYLBENZOYL DIPHENYLPHOSPHINE OXIDE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, 
P-HYDROXYANISOLE, ACRYLIC ACID, CI 77891, CI 77002, CI 73360, CI 19140

MANGO / NR. 624
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, FORMALDEHY-
DE/MELAMINE/TOSYLAMIDE COPOLYMER, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLA-
TE, SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, ALIPHATIC 
URETHANE DIACRYLATE, BHT, SOLVENT YELLOW 135, POLYESTER RESIN, ETHYLHEXYLACRYLATE, BASIC RED 1:1, BASIC VIOLETT 
11:1, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, 
P-HYDROXYANISOLE, CI 77891 

FLASH CORAL / NR. 625
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHE-
NYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMET-
HACRYLATE, SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, 
SOLVENT YELLOW 135, ALIPHATIC URETHANE DIACRYLATE, BASIC RED 1:1, BASIC VIOLETT 11:1, BHT, POLYESTER RESIN, ETHYLHE-
XYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED POLYSI-
LOXANE, P-HYDROXYANISOLE, CI 77891 

ORANGE RED / NR. 627
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, ALIPHATIC URETHANE DIACRYLATE, POLYETHYLENE GLYCOL200DIMET-
HACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, SILICA DIMETHYL SILYLATE, ISOPROPYLIDENEDIPHENYL 
BISOXYHYDROXYPROPYL METHACRYLATE, TALC, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, POLYESTER RESIN, ETHYLHE-
XYLACRYLATE, DIBUTYL TIN DILAURATE, BHT, P-HYDROXYANISOLE, MODIFIED POLYSILOXANE, HYDROQUINONE, CI 73900, CI 
73360, CI 77499, CI 77002, CI 19140, CI 51319, CI 74160

 
PINA PARIE / NR. 628
INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, ISOBORNYL METHACRYLATE, TRIMETHYLOLPROPANE 
TRIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, PEG-9 DIMETHACRYLATE, MICA, 
BENZYL ALCOHOL, CI77891, CI 15850, CI 77266, CI 15880, CI 60725, CI 79140 
 
RED / NR. 629
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED 
ACRYLIC RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHIN-
ATE, ALIPHATIC URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMET-
HACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, P-HYDROXYANISOLE, HYDROQUINONE, CI 
73900

CARDINAL / NR. 630
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, PEG-4 TRIMETHY-
LOLPROPANE TRIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, POLYESTER RESIN, CELLULOSE ACETATE BUTYRATE, ALIPHATIC URETHANE DIACRYLATE, BHT, COLOPHO-
NIUM, ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, 
MODIFIED POLYSILOXANE, HYDROQUINONE, CI 15850, CI 74160

BORDEAUX / NR. 632
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, TALC, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, BHT, ETHYLHEXYLACRYLATE, HYDROQUINONE, 
MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 73360, CI 73900, CI 77002, CI 19140

SCHOKO / NR. 634
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC URET-



HANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHEXYLACRYLATE, PEG-4 TRIMETHYLOLPROPANE 
TRIACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, ISOPROPYLIDENEDIPHENYL BISOXYHY-
DROXYPROPYL METHACRYLATE, CI 77491, CI 77891, CI 77499, CI 77499

CARAMEL / NR. 635
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ETHYLHEXYLACRYLATE, POLYES-
TER RESIN, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, MODIFIED POLYSI-
LOXANE, HYDROQUINONE, CI 77891, CI 77491, CI 77499

TAUPE GLITTER / NR. 636
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHY-
LENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, ALIPHATIC URETHANE 
DIACRYLATE, CELLULOSE ACETATE BUTYRATE, SILICA, BHT, ETHYLHEXYLACRYLATE, POLYESTER RESIN, HYDROQUINONE, 
MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 77000, CI 77491, CI 77499

PEARLY SATIN COCO / NR. 638
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHY-
LENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, MICA, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE , BHT, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 77491, CI 77499, CI 77492, CI 77499

DARK TAUPE / NR. 639
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DI-
METHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ETHYLHEXYLACRYLA-
TE, POLYESTER RESIN, HYDROQUINONE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77499, CI 77491, CI 77891, CI 77499

LIMETTE / NR. 641
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TRICYCLODECAN DIMETHANOL DIACRYLATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, BHT, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 77289, CI 77002, CI 19140

FLASH GREEN / NR. 642
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, FORMALDEHYDE/MELAMINE/TOSYLAMIDE COPOLYMER, 
SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, ALIPHATIC URETHA-
NE DIACRYLATE, BHT, POLYESTER RESIN, ETHYLHEXYLACRYLATE, SOLVENT YELLOW 135, ISOPROPYLIDENEDIPHENYL BISOXYHY-
DROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 74260

MINT / NR. 643
INGREDIENTS: DI-HEMA TRIMETHYLHEXYL DICARBAMATE, HEMA, HYDROXYPROPYL METHACRYLATE, PEG-9 DIMETHACRYLA-
TE, BUTYL ACETATE, ETHYL ACETATE, ISOPROPYL ALCOHOL, TRIMETHYLBENZOYL DIPHENYLPHOSPHINE OXIDE, HYDROXYCY-
CLOHEXYL PHENYL KETONE, HYDROQUINONE, P-HYDROXYANISOLE, CI 77891, CI 42090, CI 77266, CI 47005, CI 60725

BLUE ROSE / NR. 646
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, BHT, ETHYLHE-
XYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED POLYSI-
LOXANE, P-HYDROXYANISOLE, CI 77891, CI 77742

VIOLET / NR. 647
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRA-



TE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, BHT, ETHYLHEXYLACRYLATE, POLYESTER 
RESIN, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED POLYSILOXANE, 
P-HYDROXYANISOLE, CI 77891, CI 51319

CASSIS / NR. 648
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC URET-
HANE DIACRYLATE, ZINC SULFIDE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, BHT, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 51319, CI 16255

NUDE CASSIS / NR. 649
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPRO-
PANE TRIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYL-
HEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , P-HYDROXYANISOLE, MODIFIED 
POLYSILOXANE, HYDROQUINONE, CI 77891, CI 73900

DARK ROSEWOOD / NR. 650
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, BHT, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 77742, CI 77491, CI 77499

BERRY VIOLET / NR. 651
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, PEG-4 TRIMETHY-
LOLPROPANE TRIACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHE-
XYLACRYLATE, P-HYDROXYANISOLE, MODIFIED POLYSILOXANE, HYDROQUINONE, CI 73900, CI 77266

DARK VIOLET / NR. 652
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 77491, CI 51319, CI 77499

DARK VIOLET EFFECT / NR. 653
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, MICA, BHT, ETHYLHEXYLACRYLATE, POLYESTER RESIN, PEG-4 TRIMETHYLOLPROPA-
NE TRIACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, ISOPROPYLIDENEDIPHENYL BISOXYHY-
DROXYPROPYL METHACRYLATE , CI 77891, CI 77499, CI 77491, CI 77499, CI 75470, CI 77510

DARK BLUE / NR. 654
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TRICYCLODECAN DIMETHANOL DIACRYLATE, ALIPHATIC URET-
HANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHEXYLACRYLATE, HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77499, CI 74160, CI 15800

BLUE VIOLET / NR. 655
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, BHT, POLYESTER RESIN, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 77499, CI 15800, CI 74160

SMOKY GREY / NR. 656
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLE-
NE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL 
SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHE-



XYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED POLYSI-
LOXANE, P-HYDROXYANISOLE, CI 77891, CI 77499, CI 15800, CI 77492, CI 77491

SILVER / NR. 657
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRA-
TE, SILICA, BHT, ETHYLHEXYLACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 77000

MILKY WHITE / NR. 658
INGREDIENTS: POLYURETHANE-57, BENZYL METHACRYLATE, TRIMETHYLOLPROPANE TRIMETHACRYLATE, PEG-9 
DIMETHACRYLATE, SILICA, ETHYL TRIMETHYLBENZOYL PHENYLPHOSPHINATE, BENZYL ALCOHOL, CLAY,  MICA,TIN 
OXIDE, TITANIUM DIOXID/77891,ULTRAMARINES/CI 77007

WHITE / NR. 659
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHY-
LENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHY-
LOLPROPANE TRIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, BHT, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891

BLACK / NR. 660
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBEN-
ZOYL)PHOSPHINATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, ETHYLHEXYLACRYLATE, HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77499

GREY / NR. 661
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TETRAETHYLENE 
GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, GLASS, SILICA DIMETHYL SILYLATE, ALIPHATIC URETHANE 
DIACRYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, BHT, SILICA, ETHYLHEXYLACRYLA-
TE, POLYESTER RESIN, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , P-HYDROXYANISOLE, MODIFIED 
POLYSILOXANE, HYDROQUINONE, CI 77891, CI 77491, CI 77499, CI 77499, CI 77002, CI 74260, CI 19140, CI 74160

ROSEWOOD / NR. 662
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC RE-
SIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC URET-
HANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, BHT, POLYESTER RESIN, ETHYL-
HEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE , P-HYDROXYANISOLE, MODIFIED 
POLYSILOXANE, HYDROQUINONE, CI 77891, CI 73900, CI 77491, CI 77492, CI 77499, CI 74160

DARK ROUGE / NR. 663
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, ALIPHATIC URETHANE DIACRYLATE, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBEN-
ZOYL)PHOSPHINATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, BHT, POLYESTER RESIN, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ETHYLHE-
XYLACRYLATE, P-HYDROXYANISOLE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, MODIFIED POLYSI-
LOXANE, HYDROQUINONE, CI 73900, CI 77891, CI 73915, CI 77002, CI 19140, CI 51319

ROYAL RED / NR. 664
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 
URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, POLYESTER RESIN, BHT, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77891, CI 77002, CI 19140, CI 77499, CI 16255, CI 73900

BLUE VELVET / NR. 665
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, ALIPHATIC URETHANE DIACRYLATE, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBEN-
ZOYL)PHOSPHINATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, METHYLBENZOYL-
FORMIAT, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, BHT, ETHYLHEXYLACRYLATE, PEG-4 
TRIMETHYLOLPROPANE TRIACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, ISOPROPYLIDENE-
DIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, CI 77007, CI 77891, CI 77499

VIRIDIAN GREEN / NR. 666
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC 



URETHANE DIACRYLATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA 
DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, BHT, 
ETHYLHEXYLACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDROQUINONE, MODIFIED 
POLYSILOXANE, P-HYDROXYANISOLE, CI 77007, CI 77891, CI 77002, CI 74160, CI 19140, CI 77499

DARK BROKATERY / NR. 667
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, POLYETHYLENE GLYCOL200DIMETHACRYLATE, UNSATURATED ACRYLIC 
RESIN, TRICYCLODECAN DIMETHANOL DIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBEN-
ZOYL)PHOSPHINATE, TETRAETHYLENE GLYCOL DIACRYLATE, TETRAETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL 
SILYLATE, CELLULOSE ACETATE BUTYRATE, MICA, BHT, COLOPHONIUM, POLYESTER RESIN, ETHYLHEXYLACRYLATE, RICINUS 
COMMUNIS, HYDROQUINONE, MODIFIED POLYSILOXANE, P-HYDROXYANISOLE, CI 15850, CI 15880, CI 77120, CI 77891, CI 77491, 
CI 77499

CASHMERE  / NR. 669
INGREDIENTS: ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, TRICYCLODECANEDI-
METHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, PEG200 DIACRYLATE, TRIETHY-
LENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, ALIPHATIC URETHANE DIACRYLATE, PEG-4 TRIMETHY-
LOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, PEG400 
DIACRYLATE, BHT, METHYL TOLUENE-4-SULPHONATE, POLYESTER RESIN, ETHYLHEXYL ACRYLATE, TALC, WATER, 
ETHYLENE GLYCOL DIACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, HYDRATED 
SILICA, P-HYDROXYANISOLE, TOLUENE, CYCLOHEXANE, MODIFIED POLYSILOXANE, HYDROQUINONE, CI 77891, CI 
77499, CI 77007, CI 73360, CI 77002, CI 19140

MISTY  / NR. 670
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, TRICYCLODECANEDIMETHANOL 
DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, PEG200 DIACRYLATE, TRIETHYLENE GLYCOL 
DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE 
TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, BHT, PEG400 DIACRYLATE, 
METHYL TOLUENE-4-SULPHONATE, POLYESTER RESIN, ETHYLHEXYL ACRYLATE, WATER, ETHYLENE GLYCOL DI-
ACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, MODIFIED 
POLYSILOXANE, HYDROQUINONE, CYCLOHEXANE, TOLUENE, CI 77891, CI 77499, CI 12490, CI 74160, CI 77002, CI 19140

BURGUNDY  / NR. 671
ALIPHATIC URETHANE ACRYLATE, POLYETHYLENGLYCOL200DIMETHACRYLATE, ACRYLIC RESIN, ETHYLPHE-
NYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TRICYCLODECANEDIMETHANOL DIACRYLATE, ALIPHATIC URETHANE 
DIACRYLATE, PEG200 DIACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE 
ACETATE BUTYRATE,  PPG-2 NEOPENTYL GLYCOL DIACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, BHT, 
PEG400 DIACRYLATE, POLYESTER RESIN, METHYL TOLUENE-4-SULPHONATE, MICA, ETHYLHEXYL ACRYLATE, WATER, 
ETHYLENE GLYCOL DIACRYLATE, P-HYDROXYANISOLE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL MET-
HACRYLATE, TOLUENE, CYCLOHEXANE, HYDROQUINONE, MODIFIED POLYSILOXANE, CI 77891, CI 77002, CI 15850, CI 
19140, CI 77499, CI 77266

NEW LOLLIPOP  / NR. 678
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, TRICYCLODECANEDIMETHANOL 
DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, PEG200 DIACRYLATE, TRIETHYLENE GLYCOL 
DIMETHACRYLATE, ALIPHATIC URETHANE DIACRYLATE, SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE 
TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, POLYESTER RESIN, PEG400 
DIACRYLATE, BHT, METHYL TOLUENE-4-SULPHONATE, ETHYLHEXYL ACRYLATE, WATER, ISOPROPYLIDENEDIPHENYL 
BISOXYHYDROXYPROPYL METHACRYLATE, ETHYLENE GLYCOL DIACRYLATE, TALC, P-HYDROXYANISOLE, TOLUENE, 
MODIFIED POLYSILOXANE, HYDROQUINONE, CYCLOHEXANE, CI 77891, CI 77742, CI 73360, 

STRONG ORANGE  / NR. 679
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, ETHYLPHENYL(2,4,6-TRIMETHYLBEN-
ZOYL)PHOSPHINATE, TRICYCLODECANEDIMETHANOL DIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, BENZOYL 
ISOPROPANOL, PEG200 DIACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, PEG-4 
TRIMETHYLOLPROPANE TRIACRYLATE, CELLULOSE ACETATE BUTYRATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, 
PEG400 DIACRYLATE, BHT, METHYL TOLUENE-4-SULPHONATE, POLYESTER RESIN, ETHYLHEXYL ACRYLATE, WATER, 
ETHYLENE GLYCOL DIACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HY-
DROXYANISOLE, MODIFIED POLYSILOXANE, HYDROQUINONE, CYCLOHEXANE, TOLUENE, CI 77891, CI 47005, CI 71105, 
CI 74260

WARM SUN  / NR. 680
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, ETHYLPHENYL(2,4,6-TRIMETHYL-
BENZOYL)PHOSPHINATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, TRICYCLODECANEDIMETHANOL DIACRYLATE, 
HYDROXYCYCLOHEXYL PHENYL KETONE, ALIPHATIC URETHANE DIACRYLATE, FORMALDEHYDE/MELAMINE/TOSYLA-
MIDE COPOLYMER, PEG200 DIACRYLATE, SILICA DIMETHYL SILYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, 
CELLULOSE ACETATE BUTYRATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, POLYESTER RESIN, PEG400 DIACRYLATE, 
BHT, METHYL TOLUENE-4-SULPHONATE, SOLVENT YELLOW 135, ETHYLHEXYL ACRYLATE, WATER, ETHYLENE GLYCOL 
DIACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, CYCLO-
HEXANE, TOLUENE, MODIFIED POLYSILOXANE, HYDROQUINONE, CI 77891, CI 77492, CI 77002, CI 19140, CI 71105



CHICORY COFFEE  / NR. 681
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, TRICYCLODECANEDIMETHANOL DI-
ACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ALIPHATIC URETHANE DIACRYLATE, PEG200 
DIACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRA-
TE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, BHT, PEG400 DIACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLA-
TE, METHYL TOLUENE-4-SULPHONATE, POLYESTER RESIN, ETHYLHEXYL ACRYLATE, WATER, ETHYLENE GLYCOL 
DIACRYLATE, P-HYDROXYANISOLE, TOLUENE, CYCLOHEXANE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPRO-
PYL METHACRYLATE, HYDROQUINONE, MODIFIED POLYSILOXANE, CI 77491, CI 77891, CI 77499, CI 77492, CI 77499

FAIR GREEN  / NR. 682
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, ETHYLPHENYL(2,4,6-TRIMETHYL-
BENZOYL)PHOSPHINATE, TRICYCLODECANEDIMETHANOL DIACRYLATE, ALIPHATIC URETHANE DIACRYLATE, 
PEG200 DIACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, 
SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, POLYESTER 
RESIN, BHT, PEG400 DIACRYLATE, METHYL TOLUENE-4-SULPHONATE, ETHYLHEXYL ACRYLATE, ETHYLENE GLYCOL 
DIACRYLATE, WATER, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, 
TOLUENE, MODIFIED POLYSILOXANE, HYDROQUINONE, CYCLOHEXANE, CI 77891, CI 47005, CI 77499, CI 74160

PALE BLUE  / NR. 684
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, ALIPHATIC URETHANE DIACRYLATE, 
TRICYCLODECANEDIMETHANOL DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ZINC SUL-
FIDE, PEG200 DIACRYLATE, TRIETHYLENE GLYCOL DIMETHACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLA-
TE, SILICA DIMETHYL SILYLATE, CELLULOSE ACETATE BUTYRATE, POLYESTER RESIN, PPG-2 NEOPENTYL GLYCOL 
DIACRYLATE, BHT, PEG400 DIACRYLATE, METHYL TOLUENE-4-SULPHONATE, ETHYLHEXYL ACRYLATE, ETHYLENE 
GLYCOL DIACRYLATE, WATER, P-HYDROXYANISOLE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL MET-
HACRYLATE, TOLUENE, MODIFIED POLYSILOXANE, HYDROQUINONE, CYCLOHEXANE, CI 77891, CI 77007, CI 77742

PALE PINK  / NR. 685
ALIPHATIC URETHANE ACRYLATE, PEG200 DIMETHACRYLATE, ACRYLIC RESIN, TRICYCLODECANEDIMETHANOL 
DIACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, PEG200 DIACRYLATE, TRIETHYLENE 
GLYCOL DIMETHACRYLATE, SILICA DIMETHYL SILYLATE, ALIPHATIC URETHANE DIACRYLATE, CELLULOSE ACETATE 
BUTYRATE, PPG-2 NEOPENTYL GLYCOL DIACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, FORMALDEHY-
DE/MELAMINE/TOSYLAMIDE COPOLYMER, BHT, PEG400 DIACRYLATE, METHYL TOLUENE-4-SULPHONATE, ETHYL-
HEXYL ACRYLATE, POLYESTER RESIN, WATER, ETHYLENE GLYCOL DIACRYLATE, P-HYDROXYANISOLE, MODIFIED 
POLYSILOXANE, TOLUENE, CYCLOHEXANE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, 
HYDROQUINONE, BASIC VIOLETT 11:1, BASIC RED 1:1, CI 77891, CI 15800

CARDINAL / NR. 701 
BIS-HEA POLY (1,4-BUTANEDIOL)-9/IPDI COPOLYMER, HEMA, DI-P-TOLYL(2,4,6- TRIMETHYLBENZOYL) 
PHOSPHINE OXIDE, SILICA DIMETHYL SILYLATE, CI 15880, CI 77491,HYDROXYPROPYL METHACRYLATE, 
SILICA,POLYPROPYLENE GLYCOL,BHT, CI 16035,P-HYDROXYANISOLE, HYDROQUINONE 
 
CRIMSON / NR. 702 
BIS-HEA POLY (1,4-BUTANEDIOL)-9/IPDI COPOLYMER, HEMA, TRIMETHYLBENZOYL DITOLYLPHOSPHINE 
OXIDE, SILICA DIMETHYL SILYLATE, CI 77491, CI 15880,HYDROXYPROPYL METHACRYLATE,POLYPROPYLE-
NE GLYCOL,BHT, SILICA,P-HYDROXYANISOLE, CI 77742, HYDROQUINONE 
 
RUBIN / NR. 703 
BIS-HEA POLY (1,4-BUTANEDIOL)-9/IPDI COPOLYMER, HEMA, TRIMETHYLBENZOYL DITOLYLPHOSPHINE 
OXIDE, SILICA DIMETHYL SILYLATE, CI 77491, CI 15880,HYDROXYPROPYL METHACRYLATE, SILICA, CI 
19140, POLYPROPYLENE GLYCOL,BHT, SILICA,P-HYDROXYANISOLE, HYDROQUINONE 
 
ROUGE NOIR / NR. 704 
BIS-HEA POLY (1,4-BUTANEDIOL)-9/IPDI COPOLYMER, HEMA, TRIMETHYLBENZOYL DITOLYLPHOSPHINE 
OXIDE, SILICA DIMETHYL SILYLATE, CI 77491, HYDROXYPROPYL METHACRYLATE, CI 15880, SILICA, POLYP-
ROPYLENE GLYCOL,BHT, CI 77891,CI 77499, CI 77742, P-HYDROXYANISOLE, HYDROQUINONE 
 
 
 
 
 
RUBBER BASE SEMI WHITE
ALIPHATIC URETHANE ACRYLATE, HYDROXYPROPYL METHACRYLATE, HEMA-PHOSPHATE, SILICA DIMETHYL 
SILYLATE, METHYL BENZOYLFORMATE, BENZOYL ISOPROPANOL, HEMA, TRIPHENYLPHOSPHITE, ALIPHATIC URET-
HANE DIACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, PEG200 DIMETHACRYLATE, P-HYDROXYANISOLE, 
HYDROQUINONE, POLYESTER RESIN, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, ETHYLENE GLYCOL 
DIACRYLATE, ETHYLHEXYL ACRYLATE, CYCLOHEXANE, MODIFIED POLYSILOXANE, ISOPROPYLIDENEDIPHENYL 
BISOXYHYDROXYPROPYL METHACRYLATE, CI 77891

RUBBER BASE SEMI ROSE
ALIPHATIC URETHANE ACRYLATE, HYDROXYPROPYL METHACRYLATE, HEMA-PHOSPHATE, SILICA DIMETHYL 



SILYLATE, METHYL BENZOYLFORMATE, BENZOYL ISOPROPANOL, HEMA, ALIPHATIC URETHANE DIACRYLATE, 
PEG200 DIMETHACRYLATE, TRIPHENYLPHOSPHITE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, 
ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPROPYL METHACRYLATE, P-HYDROXYANISOLE, PEG-4 TRIMETHY-
LOLPROPANE TRIACRYLATE, CYCLOHEXANE, POLYESTER RESIN, ETHYLENE GLYCOL DIACRYLATE, HYDROQUINONE, 
ETHYLHEXYL ACRYLATE, MODIFIED POLYSILOXANE, CI 77891, CI 16255

RUBBER BASE NUDE
ALIPHATIC URETHANE ACRYLATE, HYDROXYPROPYL METHACRYLATE, HEMA-PHOSPHATE, SILICA DIMETHYL 
SILYLATE, METHYL BENZOYLFORMATE, BENZOYL ISOPROPANOL, ALIPHATIC URETHANE DIACRYLATE, ZINC SULFI-
DE, HEMA, PEG200 DIMETHACRYLATE, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, ISOPROPYLIDENEDIPHENYL 
BISOXYHYDROXYPROPYL METHACRYLATE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, TRIPHE-
NYLPHOSPHITE, POLYESTER RESIN, P-HYDROXYANISOLE, TALC, MODIFIED POLYSILOXANE, ETHYLENE GLYCOL 
DIACRYLATE, ETHYLHEXYL ACRYLATE, HYDROQUINONE, BHT, CYCLOHEXANE, CI 77491, CI 73360, CI 71105, CI 
77499, CI 77492, CI 15800

RUBBER BASE GLITTER ROSE    
ALIPHATIC URETHANE ACRYLATE, HYDROXYPROPYL METHACRYLATE, HEMA-PHOSPHATE, SILICA DIMETHYL 
SILYLATE, METHYL BENZOYLFORMATE, BENZOYL ISOPROPANOL, ZINC SULFIDE, ALIPHATIC URETHANE DIACRYLA-
TE, GLASS, HEMA, PEG-4 TRIMETHYLOLPROPANE TRIACRYLATE, PEG200 DIMETHACRYLATE, POLYESTER RESIN, 
TRIPHENYLPHOSPHITE, P-HYDROXYANISOLE, ETHYLPHENYL(2,4,6-TRIMETHYLBENZOYL)PHOSPHINATE, MODIFIED 
POLYSILOXANE, TIN OXIDE, ETHYLENE GLYCOL DIACRYLATE, ISOPROPYLIDENEDIPHENYL BISOXYHYDROXYPRO-
PYL METHACRYLATE, TALC, HYDROQUINONE, CYCLOHEXANE, ETHYLHEXYL ACRYLATE, BHT, CI 77891, CI 71105, CI 
73360

 
 
 
 

BONDER
INGREDIENTS (INCI): ETHYL ACETATE, ISOPROPYLIDENEDIPHENYL BISOXYHY- DROXYPROPYL METHACRYLATE, 
HEMA, P-HYDROXYANISOLE, HYDROQUINONE

BASE
INGREDIENTS (INCI):BIS- HEA POLY / 1,4-BUTANEDIOL)- 22/IPDI COPOLYMER, HEMA, TRIMETHYLOLPROPANE  
TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, ETHYL TRIMETHYLBENZYL PHENYLPHOSPHINATE, 
HYDROXYCYLOHEXYL PHENYL KENTONE, PEG- 10 DIMETHICONE,P-HYDROXYANISOLE, HYDROQUINONE 
CI 60725

UNIVERSAL BASE & TOPCOAT 
INGREDIENTS (INCI): ALIPHATIC URETHANEACRYLATE, POLYETHYLENEGLYCOL200DIMETHACERYLATE, UNSATURA-
TED URETHANEACRYLATE, TRICYCLODECANE DIMETHANOL DIACRYLATE, TETRAETHYLENEGLYCOLDIACRYLATE, 
TETRAETHYLENEGLYCOLDIMETHACRYLATE, SILICA, ETHYLPHENYL (2,4,6-TRIMETHYLBENZOYL)PHOSPHINAT, 
CELLULOSE ACETATE BUTYRATE, 4-METHOXYPHENOL

TOPCOAT



INGREDIENTS (INCI):BIS- HEA POLY / 1,4-BUTANEDIOL)- 22/IPDI COPOLYMER, HEMA, TRIMETHYLOLPROPANE  
TRIMETHACRYLATE, ISOBORNYL METHACRYLATE, ETHYL TRIMETHYLBENZYL PHENYLPHOSPHINATE, 
HYDROXYCYLOHEXYL PHENYL KENTONE, PEG- 10 DIMETHICONE,P-HYDROXYANISOLE, HYDROQUINONE 
CI 60725
 




